
, Inc.
12980 Wesi Cedar Dr. 
Lakewood, Colorado 80228 
(3031989-1404

BC
BONDAR CLEGG

(leochemkaJ
Lab Report

REPORT'. 098-1195 PROJECT: GILT EDGE PAGE 1

SAMPLE ELEMENT Au Au Au PCI SAMPLE ELEMENT Au Au Au PCI
NUMBER UNITS DPT OPT OPT NUMPER UNITS OPT OPT OPT

D2 R88-A58-400-405 0.021 0.023 D2 RS8-458-600-605 0.005
D2 R8S-458-405-410 0,017 D2 R88-458-605-610 0.002
D2 R88-458-410-415 0.014 P2 R88-458-610-615 0.003

D2 R88-458-415-420 0.018 D2 R88-458-615-620 0.004
D2 R88-458-420-425 0.012 D2 R88-458-620-625 0.004

B2 R88-458-425-430 0.010 D2 R88-458-625-630 0.002
D2 R88-458-430-435 0.006 D2 R88-458-630-635 0.007

D2 R88-458-435-440 <0.002 D2 R88-4S8-635-640 0.009

D2 R88-458-440-445 0.007 D2 R88-453-640-645 0.012
D2 R88-458-445-450 <0.002 D2 R88-458-645-650 0.021

D2 R88-458-450-455 0.005 P2 R88-458-650-655 0.033 0.025
|D2 R88-453-455-460

0.009 D2 R88-458-655-660 0.019
D2 R88-458-460-465 0.015 P2 R88-458-660-665 <0.002
D2 R88-458-465-470 0.023 0.017 D2 R88-458-665-670 0.008
P2 R88-458-470-475 0.016 D2 R88-458-670-675 0,005

D2 R88-45B-475-430 <0.002 P2 R88-458-675-680 0.C04
D2 R38-458-480-485 0,010 D2 R88-458-630-685 0.004
D2 R88-458-485-490 0.014 D2 R88-458-685-690 0.002
B2 R88-458-490-495 0.034 0.029 D2 R88-458-690-695 0.006 0.005
D2 R88-458-495-500 0.040 D2 R88-458-695-7O0 0.007

D2 R88-458-500-505 0.017
D2 R88-458-505-510 0.006
D2 R38-458-510-515 0.019
D2 R88-458-515-520 0.091 0.112 0.081
P2 R98-458-520-525 0.021 /

D2 R88-45S-525-530 <0.002
D2 R88-458-530-535 0.007
D2 R88-458-535-540 0.007
D2 R88-458-540-545 0.003
D2 R88-458-545-550 <0,00?

B2 R88-458-550-555
D2 R88-458-555-560
B2 R88-458-560-565
D2 R88-458-565-570
D2 R88-458-570-575

<0.002

0.004
0.008
0.005
0.007

l
D2 R88-458-575-580 0.008
D2 R88-458-580-585 0.007 <0,002
D2 R88-458-585-590 0.008
D2 R8B-458-590-595 0.006
D2 R88-458-595-600 0,005 /
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BONDAR CLEGG

Geochemical
lab Report

REPORT*. 098-1193 ( COMPLETE REFERENCE INFO! NONE LISTED

client: brohm mining corf.
PROJECT: 6ILT EDGE

SUBMITTED BY*. J. BARRON 
DATE PRINTED! 2A-0CT-88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOWER
DETECTION LIMIT EXTRACTION METHOD

1 Ay Gold 20 0.002 OPT Fire Assay

Au Gold 1 0.002 op: Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 20 2 -150 20 As‘„ay Prei- 
Saaele Picfcue

20
1

remarks: final results are REPORTED.

TWO SEPARATE ASSAY RESULTS REPORTED FOR ONE 

SAMPLE.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO*. MR. JIM BARRON
MR. JIM BARRON
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BONDAR CLEGG

REPORT: 098-1193 project: gilt edge page i

SAMPLE ELEMENT Au Au
NUMBER UNITS OPT OPT

02 R88-458-300-305 0.013
02 R88-458-305-310 0.010
02 R88-458-310-315 0.017
D2 R88-458-215-320 0.018
02 R88-458-320-325 0,030

02 R8B-458-325-330 0.035 0.0*7
02 R88-458-330-335 0.02*
02 R88-458-335-340 0.031
02 R88-458-340-345 0.012
02 R89-458-345-350 0.030 y

02 R88-458-350-355 0.009

02 R88-45B-355-3*0 0.007
02 R88-458-3*0-365 0.009
02 R88-458-3*5-370 0.013
02 R88-458-370-375 0.009

02 R88-458-375-380 0.011
02 R88-458-380-385 0.004
02 R88-458-385-390 0.007
02 R88-458-390-395 0.008
02 R88-458-395-400 0.01* ̂

i *ij

MB! 1 ' IJU

.0

*

O OWlMIM MHOP8



in 1 w nw
OCT 3 1 (968

BROHM MINING CO.



(Geochemical
Lab Report

12980 Wea Cedar Dr 
Lakewood, Colorado 80228 
(303)989-440*

BC
BONDAR ClfGG



r-Ocgg, IDt.
L»80 Wtsi Cedar Dr. 
Lakwood, Colorado 80228 
(303) 9H9-I40*

(Geochemical
lab Report

BONDAR CLEGG

REPORT; 098-1176 ( COMPLETE : REFERENCE TNF05 NONE LISTED

Ment: brohm mining corp. 
project: gilt edge

SUBMITTED BYJ J. BARRON 
DATE PRINTED! 26-0CT-8B
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REPORT *. 098-1176

SAMPLE ELEMENT Au Au BCI SAMPLE ELEMENT Au Au BCI
NUMBER UNITS DPT OPT NUMBER UNITS OPT OPT

02 RS8-458-0-5 <0.005 02 *88-459-200-205 <0.005
02 R88-458-5-10 <0.005 02 R88-458-2O5-210 <0,005
B2 R88-458-10-15 0.007 02 R88-458-210-215 <0.005
02 R88-458-15-20 0,006 02 R88-458-215-220 <0.005
02 R88-458-20-25 0.005 02 R38-458-220-225 <0,005

02 R88-458-25-30 <0.005 02 RPP-458-225-230 <0.005
02 R88-458-30-35 0.007 02 R88-458-230-235 <0.005
02 R88-458-35-40 0.012 0.009 02 R88-458-235-240 <0.005
02 R88-458-40-45 <0.005 02 R88-458-240-245 0.023 0.024
02 R88-458-45-50 <0,005 02 R88-458-245-250 0.008

02 R88-458-125-130 <0.005
02 R88-453-130-135 <0.005 0.003
02 R88-458-135-140 0.009
02 R38-458-140-145 <0,005
02 R88-458-145-150 <0.005

02 R9F4^8-150-T^------------ 005---------------------------------------------------------------------------------------

02 R38-458-155-160 0.007
02 R88-458-160-165 <0.005
02 R88-458-165-170 <0.005 /
02 R88-458-170-175 0.010 0.011 /

02 R88-458-175-1BO 0.005
02 R88-458-180-185 <0.005
02 R88-458-185-190 <0.005

02 R88-458-190-195 '.0.005
02 R88-458-195-200 <0.005

(WM CTOO

OD 01AIMIM MHOR8

BONDAR-CLEGG

Geochemical
Lab Report

PROJECT: GILT EDGE PAGE 1
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Bo«4ar ( >jK. Inc.

12980 Wea C edar Dr. 
Lakewood, Colorado 80228 
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BONOAR-CUGG

Geochemical
Lab Report

REPORT: 09S-1200 ( COMPLETE ) REFERENCE INFO! NONE LISTED

CLIENT: BROHtt MINING CORP.
project: none listed

SUBMITTED Br: J. BARRON 
DATE PRINTED! 26-0CT-88

NUMBER OF I.OUER

ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au 6oId 71 0.002 ORT Fire Assay
2 Au Gold 3 0.002 OPT Fire Assay

3 Au PCI Au (Bondar-Clesa) 0.002 OFT

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER

Fire Assay

SAMPLE PREPARATIONS NUMBER

- - - - - --- fr DRILL CORE- - - - - - - - - 71- - - - - - 2—■*»— —Assay free- - - - - - - - - ft- - - - - - - - - - - -
Excessive Wetness 1311
Saaele Pickue 1

remarks: work performed at an outside lab.

2 SEPARATE ASSAY RESULTS REPORTED FOR SOME 
SAMPLES.

BONDAR-CLEGG CHECKS IN 3RD COLUMN.

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON
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REPORT: 098-1200
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project: hone listed PAGE 1

MSAMPLE ELEMENT Au Au Au PCI SAMPLE ELEMENT Au Au Au PCI

NUMBER UNITS OPT OPT OPT NUH8ER UNITS OPT OPT OPT

D2 R88-458-700-705 0.015 D2 R88-138-900-905 0.003
; 02 R88-458-705-710 0.013 D2 R88-458-905-910 0.022

D2 R88-458-710-715 0.053 D2 R38-458-910-915 0.021
D2 R88-458-715-720 0.051 D2 R88-458-915-920 0.009
D2 R88-458-720-725 0.135 0,135 D2 K38-458-920-925 <0.002

D2 R88-45B-725-730 0.033 D2 R88-458-923-930 0.019
D2 R88-458-730—735 0.024 D2 R88-453-930-935 0,041
D2 R88-458-735-740 0.023 D2 R88-458-935-940 0.060 0.032
D2 R88-15S-740-745 0.022 D2 R88-438-940-945 0.056 0.042

D2 R88-458-745-750 0,016 D2 R38-458-945-950 0.031

D2 R88-458-750-755 0.014 02 R38-458-950-955 0.012
D2 R88-458-755-760 0,010 D2 R88-458-955-960 0.035
D2 R88-458-760-765 0.075 0.064 02 R38-158-960-965 0.022
D2 R88-458-765-770 0.014 02 R88-458-965-970 0.022 /

02 R88-458-770-775
_ _ _ _ _ _ _ _ l_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

0.038 02 R88-458-970-975 0.044/

----------- 1088-458-77^780------ 0.010 02 R88-458-975-9S0 0.060
02 R3B-458-780-785 0.012 02 R38-458-980-985 0.046
02 R88-458-785-790 0.099 0.098 02 R88-458-985-99C 0.018
02 R88-453—790-795 0.010 02 R83-458-990-995 0.004
02 R88-458-795-800 0.018 02 R88-458-995-1000 0.148 0.164 0,171

02 R88-458-800-S05 ---------- 02 R83-458-1000-1005 0.062
102 R88-458-805-810 0.006 02 R88-458-1005-1010 0.057
02 R88-458-B10-S15 0.015 02 R88-458-1010-1015 0.033
02 RB8-458-815-820 0.007 02 R88-458-1015-1020 0.008
02 R3S-45S-820-825 0.005 0.004 02 R38-453-1020-1025 0.022

02 R88-458-825-830 0.003 02 R88-438-1025-10ZC <0.002
02 R88-458-830-335 0.003 02 RS8-458-1030-10J5 0.021
02 R88-458-835-B40 0.008 02 R88-458-1035-1040 0.036 0.041
02 R88-458-840-845 0.006 02 R88-45S-1040-1045 0.012
02 R88-458-845-850 0.035 02 R88-458-1045-1050 0.007/

D2 R88-458-850-855 

D2 R88-458-855-860 
D2 R88-458-860-865 
D2 R88-458-B65-870 
D2 R88-453-870-875

0.027

0.007
0,009
0.007
0.005/ 0.004

D2 R83-453-1050-1055 0.010/

=wr^rotr02 R88-458-875-880 
02 R88-458-880-835 
IC R88-458-885-890 
02 R88-458-890-895 
D2 R88-458-895-900

0.002
<0.002
0.003

0.00*
0.005

.03 OHIHIM MHO03
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Poison, MT
(406) 883-5488

LUNG
MINERAL

j EXPLORATION

Elko, NV
(702) 738-2622

N? 1359

Date

P. O. Box 449 — POLSON, MONTANA 59860-0449

^ ^ * % 8^_____________________  Location AH* ff

Hole # Depth
hrs./ft.
Tricone

ft.
Hammer

Hole
Conditioning

-=3------------------

Standby

400- 7Z<± 5<oo-7/ jd

tK-‘isy *5kfL>/
\

/' ''A /crtv^/
--

t ®o dr .) / 7'5o.?^o
A

Tot. / ^V<1?

_______7'.7./
Jcx—if

/e //a >->
_£____________ -o-

Bits O O
Tricone

S/N
Hammer

S/N
—a--------------------------------------------------------------------------
FUEL

Rigs

Pickups

Casinj
(ft.)

1__________ Misc.

Daily Remarks: /O o e k" Supplies:

Driller 

Geo og ist f

Helper
ft

-c*—»
LL

Sampler /W.Y.A
Gul Printing Poison



Poison, MT
(406) 883-5488

WATER WELL 
REVERSE CIRCULATION

DRILLING
i.i\

lAJ
MINERAL

EXPLORATION

Elko, NV
(702) 738-2622

N? 1360
P. O. Box 449 — POLSON, MONTANA 59860 0449 iV

Nam

--------------------------------- 7—--------------------------
AJ.V'T-

---------------------------- ----------------------------------------

1Hole n Depth
hrs./ft.
Tricone

ft.
Hammer

Hole
Conditioning Standby

7<$>6-/6sr £>30- 3/60

/ <£ A i T' A'a/c. 3

£0 a « 1 "/~a jrf ft ^ ki e-v"^ Ao i^<_ y.'iO - o

AJ ©
3--------- --------
- £ Co ]. rt- !-«<<• ^ c ;ar i’o 7" e^~ £'?0

7 C> Tex / ^ A<a/ a ci/*_ /C«-7 >
-O-

TitJ ]*■

__

(O

Bits
Tricone

S/N
Hammer

S/N
J-----------------------------------------------------------------------------

FUEL

A)
— Rigs

Pickups

Casing
(ft.)

Misc.

Daily Remarks: ■ 3Q~ 3.’€&) Supplies:

1
sii 1 cjtun^chh baojjhr (

Drille

Geol

J w -

r Helper

Sampler
ogist /J*——<»-—*44 /Tt.Tf/

Gun Printing. Potoon



Poison, MT
(406) 883-5488

Elko, NV
(702) 738-2622

LUNG
MINERAL

j EXPLORATION N? 14118

Driller

Geologist .. . __
a

Helper _ 

Sampler

D.>. 7.

Q«irri >->

Gun Printing, Poison



LAB. REPORT NO. 

B BGNDAR-CLEGG INC.

Tpgea W. CEDAR DR., LAKEWOOD, CD BOB2B PHONE: 9B9-Vaoa TELEX: A5-G93

SAMPLE SHIPMENT NOTICE

Date ShippedVia□ Prepaid or □ Collect 

# Parcels in Shipmenti TOTAL NUMBER OF SAMPLES 

GEOLOGIST S NAME,PHONE NUMBER________________________ __________PROJECT NAME OR NUMBER

Tw" 9 ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mo Fe ft V U W F Au A« Hg Sn Sb Ba E tpet

H

OCR
Ort
lost

Cu Pt Zn Wo »« Cd Ni Co Wn Fe Bi V u w \ Sn Sb Ba E i»ec Activation OCR lest

Cu Pb Wo Cd Co Wn Fe ft V u w f Au Ai 5n Sb 6a E spec
Ne„:

Activation OCR
or*
test

hn / Cu Pb In Wo Aq Cd Nl Co Wn Fe Bi V u w F An A' «g Sn Sb Oa E spec
Neutron

Activation OCR
ore
lest

Cu Pb In Wo Ag Cd Ni Co Wn Fe Bi V u w F Au A . Sn Sb Ba F spec
Neutron

Activation DCP
ore
lest

Cu Pb In Wo Ag Cd Ni Co Wn Fe BI V u w F Au As Kg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

'.'ll Pb In Wb *3 Cd Ni Co Wn Fe Bi V u w F Au As Kb Sn Sd Ba E spec
Neutron

Activation DCR test

Cu Pb In Wo Ag Cd NI Co Wn Fe Bi V u w F Au As Sn Sb B.i t spec
Neulron

Activation DCP
ore
test

Cu Pb Zn Wo Ag Cd Ni CO Wn Fe Bi V u w F An As Hg Sn Sb Ba E spec
Neutron

Activation DCP test

Cs Pb Zn Wo Ag Cd Nl Co Wn Fe Bi V u w F Au Ai Kg Sn Sb Ba E spec
Neulron

Activabon DCR
ore
test

Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w F Au Ai Kg Sn Sb 6a E spec
Neutrnr

Activation DCR
ore
test

Cu Pb Zn Wo »Q Cd Ni Co Wn Fe Bi V u w F Au Ai Kg Sn B* E spec Activation OCR last

Cu Pb Zn Wo Ag Cd Nl Co Wn Fe Bi V u w F Au Ai Kg Sn Sb Ba E spec
Neutron

Activation OCP
ore
lest

Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w f Au As Kg Sn Sb Ba E spec Activalion OCP test

Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w F At Kg Sn Sb R» E spec
Neulron

Activation OCP
ore
test

Cu 21 Wo Cd Ni Co Wn Bi V u id F Au Ai Kg Sn Sb Ba E spec Activation DCP
on
test

( □ assay (%, ore grade) ) □ / prepared \
Please analyze by % > methods, the enclosed < > samples

' □ geochemical (ppm, trace level) * ; ’ t unprepared •

□ DO NOT ASSAY GEOCHEMICAL OVERUMlTS

COMMENTS

O

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS PULPS

DISCARD AFTER ANALYSIS COMPLETE □ DISCARD AFTER ANALYSIS COMPLETE

0 RETURN COO AFTER ANALYSIS COMPLETE ,<{ ----- J3 RETURN COO AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD □ STORE 1 YEAR-RETURN COO

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES ANO SAMPLES TO BE SENT TO

0 Results n Results

□ Invoices n Invoices

□ Pulps n PuIds

□ Rejects . - - — □ Reiecls

n Results n Results

□ Invoice n Invoice

□ Pulps n Pulps

□ Reiects n Reiects

Whm - Lab Copy PWh induoo wnn SMpnwm Sompio Prop Copy Pink - Client's Copy



____________ LAB. REPORT NO. 

Ph BONDAR-CLEGG INC.

T29BO W. CEDAR DR.. LAKEWOOD. CD. 0O22B PHONE: 980-1AOA TELEX: A5-693

SAMPLE SHIPMENT NOTICE
u sj fL o

Date Shipped _Via□ Prepaid or □ Collect 

# Parcels in Shipment TOTAL NUMBER OF SAMPLES 

GEOLOGIST'S NAMEu____________________PHONE NUMBERPROJECT NAME OR NUMBER

SampK * Simple Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg So Sb Ba E spec

Neutron
Activation DCP If

Cu Pb Zn Mo Ag cc Ni Co Mn Fe Bi V U w K Au Bg Sn Sb Ba E spec
eutron

Activation DCP
ore
test

C - 'uJS Cu Pb Zn Mo Ag ca Ni Co Mn Fe 8i V U w F Au As ng Sn Sb Ba E spec
Neulion

Activation DCP
ore
test

r>r J Cu Pb Zn Mo Ag ca Ni Co Mn Fe Bi V U w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
lest

1
Cu Pb Zn Wo Ag Cd Ni Co Mn Fe 8i V U w F Au As Hg Sn Sb Ba F spec

Neutron
Activation OCP

ore
test

Cu Pb Zn Mo Ag Cd NI Co Mn Fe Bi V U w F All As Mg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mn Ag Cd Ni Co Mn Fe Bi V U w F Au As Hg Sn Sb Ba E spec
itron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd NI Co Mn Fe Bi V U w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
lest

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ao Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn SO Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Nt Co Mn Fe Bi V u w F Au As Sn Sb Ba E spec
Neutron

Activation DCP
“IT?

led

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fc Bi V u w F All As Hg Sn Sb Ba E spec
Neutron

Activation OCP
ore
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F A t As Hg Sn Sb Ba E spec
Neutron

Activation OCP
ore
lest

Cu Pb Zn Mo Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation OCP
in
lest

f □ assay (%, ore grade) ) □ / prepared l
Please analyze by \ > methods, the enclosed < | samples

' □ geochemical (ppm, trace level) * □ * unprepared 1

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 

COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

COARSE REJECTS
□ DISCARD AFTER ANALYSIS COMPLETE
ET RETURN COO AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PLEASE INDICATE SAMPLE DISPOSITION
PULPS

□ DISCARD AFTER ANALYSIS COMPLETE
jA RETURN COO AFTER ANALYSIS COMPLETE

□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

ET

□
□
□

Results < ’ •" j -A L ?{ ^_ _ _ _ _

Invoices_ _ _ _ _ _ _ _ _ _ ■ :_ _ 1 1___ L—u- - - - - - - - - - -
Pulps_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _
Rejects_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ -

□ Results.
□ Invoices
□ Pulps _
□ Rejects.

□ Results
□ Invoice
□ Pulps _
□ Reiects

□ Results
□ Invoice
□ Pulps _
□ Rejects

Whit* — Lab Copy ■ Pleas* Include With Shipment Wllow - Sample Prep Copy Pink — Client * Copy



LAB. REPORT NO. 

B BQNDAR-CLEGG INC.

12980 W. CEDAR DR.. LAKEWOOD. CD. 80228 PHONE: 989-1AOA TELEX: <45-693

SAMPLE SHIPMENT NOTICE
Date Shipped / ' Z' ______________________ Via□ Prepaid or □ Collect

# Parcels in Shipment____________ TOTAL NUMBER OF SAMPLES

GEOLOGIST'S NAMEPHONE NUMBER, PRO.IFGT NAME OR NUMBER . ■ > .

Samples
Type

#
Samples

Sample Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

Ore
test

/ W
tm- -/ra

Cu Pb Zn Mo Ag Cd NI Co Fe Bi V u w F( Au AS Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

(- loo ) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

nVT Cu Pb Zn Mo Ag Cd NI Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au As Hg Sn Sb 8a E spec
Neutron

Activation OCP
ore
test

Cu Pb Zn Mo Ag Cd NI Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation OCP
ore
test

Cu Pb Zn Mo Ag Cd NI Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation OCP
ore
test

Cu Pb Zn MO Ag Cd NI Co Mn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
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i P assay (%, ore grade) ) □ / prepared I
Please analyze by { > methods, the enclosed < | samples

' □ geochemical (ppm, trace level) * n * unprepared ’

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 
COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

COARSE REJECTS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PLEASE INDICATE SAMPLE DISPOSITION
PULPS

□ DISCARD AFTER ANALYSIS COMPLETE
■ □ RETURN COD AFTER ANALYSIS COMPLETE

□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

p Results_ _ _ _ _ _ _ _ _ _ _ _ _ _ 1:_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _  □ Results.

O' Invoices. - i ■ ■i1 ■"   □ Invoices
□ Pulpsii:i_________________________ □ Puips _

'0 Rejectsi_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Rejects.

□ Results_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Results.
□ Invoice_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Invoice.
□ Pulps_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Pulps _
□ Rejects_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Rejects.
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